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1
GATE-ALL-AROUND FIN DEVICE

FIELD OF THE INVENTION

The invention relates to semiconductor structures and,
more particularly, to gate-all around fin double diffused metal
oxide semiconductor (DMOS) devices and methods of manu-
facture.

BACKGROUND

Integrated circuit (semiconductor) devices, e.g., field effect
transistors (FETs), are used in logic, memory, processor,
communication devices, e.g., microwave communication,
and other integrated circuit devices. The FET includes spaced
apart source and drain regions, a channel there between and a
gate electrode adjacent the channel. As the integration density
of'integrated circuit FETs continues to increase, the size of the
active region and the channel length decreases.

FinFET technologies have been developed to increase chip
density, while allowing a further scaling of the channel
length. Although the FinFET technologies can deliver supe-
rior levels of scalability, design engineers still face significant
challenges in creating designs that optimize the FinFET tech-
nologies. For example, as process technologies continue to
shrink towards 14-nanometers (nm), it is becoming difficult
to achieve a similar scaling of certain device parameters,
particularly the power supply voltage, which is the dominant
factor in determining dynamic power. For example, design
engineers still face significant challenges to design higher
voltage FET devices which can handle >2V in fin based
technologies for 14 nm and beyond.

SUMMARY

In an aspect of the invention, a method comprises forming
a plurality of fin structures from a substrate. The method
further comprises forming a well of a first conductivity type
and a second conductivity type within the substrate and cor-
responding fin structures of the plurality of fin structures. The
method further comprises forming a source contact on an
exposed portion of a first fin structure. The method further
comprises forming drain contacts on exposed portions of
adjacent fin structures to the first fin structure. The method
further comprises forming a gate structure in a dielectric fill
material about the first fin structure and extending over the
well of the first conductivity type.

In an aspect of the invention, a method comprises: forming
a plurality of fin structures from a substrate; implanting a first
conductivity type in the substrate to form an N-well and
n-implanted fin structures of the plurality of fin structures;
implanting a second conductivity type in the substrate to form
a P-well and p-implanted fin structures of the plurality of fin
structures; forming a source contact on an exposed portion of
one p-implanted fin structure; forming drain contacts on
exposed portions of adjacent fin structures to the p-implanted
fin structure; and forming a gate about the p-implanted fin
structure comprising the source contact and extending over
the N-well.

In an aspect of the invention, a diffused metal oxide semi-
conductor (DMOS) device comprises: a substrate of a first
conductivity type; a doped well located in the substrate of the
first conductivity type; a doped well ring of a second conduc-
tivity type and enclosing a central well of the first conductiv-
ity type; a first doped fin contact region of the first conduc-
tivity type forming a source contact to a gate structure over the
central well of the first conductivity type; a second doped fin
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contact region of the second conductivity type forming drain
regions to the gate structure, the second doped fin contact
region being formed in the over the doped well ring; and the
gate structure over an insulating layer above the central well
configured vertically around a fin region of the first doped fin
contact region and laterally extending in the direction of and
crossing over onto the doped well ring.

BRIEF DESCRIPTION OF THE SEVERAL
VIEWS OF THE DRAWINGS

The present invention is described in the detailed descrip-
tion which follows, in reference to the noted plurality of
drawings by way of non-limiting examples of exemplary
embodiments of the present invention.

FIGS. 1-5B show structures and respective processing
steps in accordance with an aspect of the present invention;
and

FIGS. 6-12 show additional structures and respective fab-
rication processes in accordance with additional aspects of
the present invention.

DETAILED DESCRIPTION

The invention relates to semiconductor structures and,
more particularly, to gate-all around fin double diffused metal
oxide semiconductor (DMOS) devices and methods of manu-
facture. Advantageously, the different structures of the
present invention each enable >2V MOSFET capability in 14
nm bulk substrates and beyond.

In embodiments, the diffused metal oxide semiconductor
(DMOS) device are fully depleted, vertical gate all around
controlled, high voltage fin-based metal oxide semiconductor
(MOS) devices. In embodiments, the devices comprise sev-
eral different configurations as described herein. For
example, in one configuration, the MOS device comprises: a
substrate of the first electrical conductivity type; a lightly
doped well located in the substrate of the first electrical con-
ductivity type; a second lightly doped well ring of the second
electrical conductivity type located in the first well and
enclosing a third central well of the first well type; a first
highly doped fin contact region of the first electrical conduc-
tivity type in the first electrical conductivity type; a second
highly doped fin contact region of the second electrical type in
the second lightly doped well ring; a third highly doped fin
contact region of alternating first and second electrical con-
ductivity type in the third central well; and a field plate (gate
structure) over an insulating layer above the central well
configured vertically around the fin region and laterally
extending in the direction of, and crossing over, onto the
second well.

The structures of the present invention can be manufac-
tured in a number of ways using a number of different tools.
In general, though, the methodologies and tools are used to
form structures with dimensions in the micrometer and
nanometer scale. The methodologies, i.e., technologies,
employed to manufacture the structures of the present inven-
tion have been adopted from integrated circuit (IC) technol-
ogy. For example, the structures of the present invention are
built on wafers and are realized in films of material patterned
by photolithographic processes on the top of a wafer. In
particular, the fabrication of the structures of the present
invention uses three basic building blocks: (i) deposition of
thin films of material on a substrate, (ii) applying a patterned
mask on top of the films by photolithographic imaging, and
(iii) etching the films selectively to the mask.
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FIG. 1 shows a starting structure in accordance with
aspects of the present invention. In particular, the structure 10
comprises a bulk substrate 12 with a plurality of fins 14. In
embodiments, the substrate 12 may be composed of any suit-
able material including, but not limited to, Si, SiGe, SiGeC,
SiC, GE alloys, GaAs, InAs, InP, and other III/V or II/VI
compound semiconductors. The fins 14 can be manufactured
using known lithography and etching processes. For example,
the fins 14 can be manufactured using sidewall image transfer
(SIT) techniques.

In the SIT technique, for example, a mandrel is formed on
the substrate 12, using conventional deposition, lithography
and etching processes. In one example, the mandrel material,
e.g., 810, is deposited on the substrate 12 using conventional
CVD processes. A resist is formed on the mandrel material,
and exposed to light to form a pattern (openings). A reactive
ion etching is performed through the openings to form the
mandrels. In embodiments, the mandrels can have different
widths and/or spacing depending on the desired dimensions
between the narrow fin structures and/or wide fin structures.
(A SIT squared technique can be used to form different spac-
ings between adjacent narrow fin structures.) Spacers are
formed on the sidewalls of the mandrels which are preferably
material that is different than the mandrels, and which are
formed using conventional deposition processes known to
those of skill in the art. The spacers can have a width which
matches the dimensions of the fin structures 14, for example.
The mandrels are removed or stripped using a conventional
etching process, selective to the mandrel material. An etching
is then performed within the spacing of the spacers to form the
sub-lithographic features. The sidewall spacers can then be
stripped. In embodiments, the wide fin structures can also be
formed during this or other patterning processes, or through
other conventional patterning processes, as contemplated by
the present invention. The fins 14 can have any height 1.0,
depending upon the constraints of the fabrication process.

In FIG. 2, shallow trench isolation (STI) structures 16 are
formed in the substrate 12, between the fins 14 and 14'. The
STI structures 16 can be formed using conventional lithogra-
phy, etching and deposition processes. For example, a resist
can be formed on the substrate 12 and over the fins 14 and 14',
and patterned by exposure to energy (light). The patterning
will result in openings which provide a window for etching
processes, e.g., removal of exposed substrate 12. In embodi-
ments, the etching can be a reactive ion etching (RIE) used
with the appropriate etchant chemistries to form trenches in
the substrate 12. After the etching process, any remaining
resist material can be removed by an oxygen ashing process
or other stripping processes known to those of skill in the art.
An insulator material can be deposited on the substrate 12,
resulting in the STI structures 16 and a dielectric fill 18
between all of the fins.

In FIG. 3, the structure undergoes N-well and P-well
implantation processes using separate masking and implan-
tation processes. The N-wells 20 can be a lightly doped ring
structure, which encloses a conductivity of a different type,
e.g., P-well. The N-wells 20 will be drift regions, bringing the
current from a source region to a drain region. Also, the
N-wells 20 can be modulated for larger or smaller voltage
drops (depending on design criteria) by adjusting the distance
between the fins 14 and 14'. The N-wells 20 will also be
spaced away from the center fin 14 by a distance [.2, which
will account for the parasitic gate length. In embodiments, it
is preferably to minimize the parasitic gate length, [.2.

Prior to forming the N-wells 20 and the P-wells 22, a deep
blanket boron implant is formed, which is used to assure full
depletion of the drift regions in the N-well when the device is
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in the off state. This deep p-band implant is shown at refer-
ence numeral 13. The p-band implant can be a boron implant
at approximately 4e12 to 9e12 cm-3 at 65 to 130 keV.

To form the N-wells 20, a mask is placed over the substrate
12 and patterned to form openings corresponding to the
N-wells. Thereafter, an N-well implantation is performed to
form the N-wells 20. In embodiments, the N-well implanta-
tion can be a phosphorous implantation process, known to
those of skill in the art. For example, the phosphorous implan-
tation process can comprise two implant processes, e.g., one
deep and one shallow to optimize competing device charac-
teristics. For example, the phosphorous implantation process
caninclude a first implantation at approximately 3e12 to 4e13
cm-3 at 15 to 350 keV and a second implantation at approxi-
mately lel2 to 8e12 cm-3 at 10 to 200 keV, in order to form
a deep N-well implant region 20. This process will result in
the fins 14' having an N-implantation. After implantation
processes are complete, the mask can be removed using
known stripants or removal processes.

On the other hand, the P-wells 22 are formed with a sepa-
rate mask placed over the substrate and patterned to form
openings corresponding to the P-wells. After the patterning,
e.g., forming of openings, a P-well implantation is performed
to form the P-wells 22. In embodiments, the P-well implan-
tation can be a boron implantation process, known to those of
skill in the art. For example, a boron implantation process can
comprise two implant processes, e.g., one deep and one shal-
low to optimize competing device characteristics. For
example, the boron implantation process can include a first
implantation of approximately 9e12 to 4e13 cm-3 at 20 to 80
keV and a second implantation process of approximately O to
lel3 cm-3 at 10 to 40 keV, in order to form P-well implant
regions 22. This process will result in the fins 14 having a
P-implantation. After implantation processes are complete,
the mask can be removed using known stripants or removal
processes.

Referring now to FIG. 4, epitaxial growth and implantation
processes are performed about exposed portions of the fins
14, 14', e.g., above the dielectric fill 18. In embodiments, the
epitaxial growth process will result in a semiconductor mate-
rial being grown about the exposed tips of the fins 14, 14' (e.g.,
consuming the exposed tips of the fins 14, 14'), followed by an
implantation process (highly doped) to form n+ regions 24
and p+ regions 24' (using separate masking steps). As should
be understood by those of skill in the art, the implantation
processes is used to the form source region 25 (corresponding
to the center fin 14) and drain regions 25' (corresponding to
the adjacent fins 14'), as well as p+ body contacts 24' using the
outer fins 14". Specifically, in embodiments, the fins 14' and
more specifically the highly doped n+ region 24 of the fins 14'
will be drain regions 25'; whereas, the highly doped n+ region
24 of the center fin 14 will be a source region 25. Moreover,
the highly doped p+ region 24' of the fins 14" are body
contacts.

Referring to FIGS. 5A and 5B, in additional processing
steps a wrap around gate structure 26 is formed about the
center fin 14. In embodiments, the gate structure 26 can be a
replacement gate structure process, with a gate dielectric
material and metal material. In embodiments, the gate struc-
ture 26 extends over the N-wells 20. The gate structure 26 can
be formed by removing portions of the dielectric fill material
18 about the center fin 14, followed by deposition of a high
quality low-K gate dielectric and metallic material. The gate
structure can be configured vertically around the fin region
and laterally extending in the direction of and crossing over
onto the well regions, as described in the different embodi-
ments herein.
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More specifically, the dielectric fill material 18 can be
removed using conventional lithography and etching pro-
cesses. After removal of any resist used in the lithography
process, the gate dielectric material can then be deposited on
the substrate 12 and about sidewalls of the center fin 14. The
gate dielectric material can be a high-k dielectric material,
e.g., hafnium based material. A metal or combination of met-
als such as tungsten fill is then formed (deposited) on the gate
dielectric material. The metal material can be combinations
of'metals with certain designed work functions, depending on
the design criteria of the gate structure 26. In embodiments,
the dielectric material and the metal material(s) can be depos-
ited using any conventional deposition method such as
chemical vapor deposition (CVD), plasma enhanced CVD
(PECVD), etc.

FIG. 6 shows another structure and respective fabrication
processes in accordance with additional aspects of the present
invention. In this aspect of the present invention, the structure
10" includes a continuous deep N-well region 20' formed
entirely under the center fin 14 and the fins 14', e.g., source
and drain regions 25, 25'. This configuration will form a
floating p-fin 14. The N-well region 20' can be formed using
the processes described herein, with a mask of a different
opening corresponding to the N-well region 20".

FIG. 7 shows another structure and respective fabrication
processes in accordance with additional aspects of the present
invention. In this aspect of the present invention, the structure
10" includes shallow N-well regions 20" formed under the
fins 14', e.g., drain regions 25', and extending partially under-
neath the gate structure 26. The N-well regions 20" can be
formed using the processes described herein, with a mask of
a different opening corresponding to the N-well regions 20"
and an implantation process that will result in a shallow
N-well 20". For example, in this process, the implantation
process using phosphorous can be at an energy level of
approximately, 1el12 to 1el3 cm-3, 45 to 150 keV.

FIG. 8 shows another structure and respective fabrication
processes in accordance with additional aspects of the present
invention. In this aspect of the present invention, the structure
10" includes a continuous shallow N-well region 20" formed
under the fins 14, 14', e.g., source and drain regions 25, 25',
and fully underneath the gate structure 26. This configuration
will form a floating p-fin 14. The N-well region 20" can be
formed using the processes described herein, with a mask of
a different opening corresponding to the N-well region 20™
and an implantation process that will result in a shallow
N-well region 20" as described with reference to FIG. 7.

FIGS. 9-12 show additional structures and respective fab-
rication processes in accordance with additional aspects of
the present invention. In these representations, the structures
(including the structure 10"" of FIG. 9) include the p+ body
contacts 25" directly on the fin 14. In these embodiments, the
alternating n+ and p+ regions can be formed with different
masks and implantation processes as discussed herein. In
addition, the outer fins (e.g., 14" shown in FIG. 4) are no
longer required. In these structures, the SIT technique is used
to form the center fin 14 and the fins 14', for subsequent
formation of the source and drain regions, as represented by
reference numerals 25 and 25', respectively. The source and
drain regions 25, 25' are formed using the processes as
already described herein.

FIG. 10 shows another structure and respective fabrication
processes in accordance with additional aspects of the present
invention. In this aspect of the present invention, the structure
10"" includes a continuous shallow N-well region 20™
formed under the fins 14, 14', e.g., source and drain regions
25, 25', and fully underneath the gate structure 26. This con-
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figuration will form a floating p-fin 14. The N-well region 20™
can be formed using the processes described herein, with a
mask of a different opening corresponding to the N-well
region 20" and an implantation process that will result in a
shallow N-well 20" as described with reference to FIGS. 7
and 8. The structure 10" of FIG. 10 is also devoid of the STI
structures 16.

FIG. 11 shows another structure and respective fabrication
processes in accordance with additional aspects of the present
invention. In this aspect of the present invention, the structure
10""" includes a continuous deep N-well region 20" formed
entirely under the center fin 14 and the fins 14', e.g., source
and drain regions 25, 25'. This configuration will form a
floating p-fin 14. The N-well region 20' can be formed using
the processes described herein, with a mask of a different
opening corresponding to the N-well region 20".

FIG. 12 shows another structure and respective fabrication
processes in accordance with additional aspects of the present
invention. In this aspect of the present invention, the structure
10""" includes shallow N-well regions 20" formed under the
fins 14', e.g., drain regions 25', and partially extending under-
neath the gate structure 26. The N-well regions 20" can be
formed using the processes described herein, with a mask of
a different opening corresponding to the N-well regions 20'
and an implantation process that will result in shallow
N-wells 20". The structure 10""" of FIG. 12 is also devoid of
the STI structures 16.

The method(s) as described above is used in the fabrication
of integrated circuit chips. The resulting integrated circuit
chips can be distributed by the fabricator in raw wafer form
(that is, as a single wafer that has multiple unpackaged chips),
as a bare die, or in a packaged form. In the latter case the chip
is mounted in a single chip package (such as a plastic carrier,
with leads that are affixed to a motherboard or other higher
level carrier) or in a multichip package (such as a ceramic
carrier that has either or both surface interconnections or
buried interconnections). In any case the chip is then inte-
grated with other chips, discrete circuit elements, and/or other
signal processing devices as part of either (a) an intermediate
product, such as a motherboard, or (b) an end product. The
end product can be any product that includes integrated cir-
cuit chips, ranging from toys and other low-end applications
to advanced computer products having a display, a keyboard
or other input device, and a central processor.

The descriptions of the various embodiments ofthe present
invention have been presented for purposes of illustration, but
are not intended to be exhaustive or limited to the embodi-
ments disclosed. Many modifications and variations will be
apparent to those of ordinary skill in the art without departing
from the scope and spirit of the described embodiments. The
terminology used herein was chosen to best explain the prin-
ciples of the embodiments, the practical application or tech-
nical improvement over technologies found in the market-
place, or to enable others of ordinary skill in the art to
understand the embodiments disclosed herein.

What is claimed:
1. A diffused metal oxide semiconductor (DMOS) device
comprising:

a substrate of a first conductivity type;

a doped well located in the substrate of the first conductiv-
ity type:

adoped well ring of a second conductivity type and enclos-
ing a central well of the first conductivity type;

a first doped fin contact region of the first conductivity type
forming a source contact to a gate structure over the
central well of the first conductivity type;



US 9,397,163 B2

7

asecond doped fin contact region of the second conductiv-
ity type forming drain regions to the gate structure, the
second doped fin contact region being formed in the over
the doped well ring; and

the gate structure over an insulating layer above the central

well configured vertically around a fin region of the first
doped fin contact region and laterally extending in the
direction of and crossing over onto the doped well ring.

2. The diffused metal oxide semiconductor (DMOS)
device of claim 1, wherein the gate structure is in a dielectric
fill material.

3. The diffused metal oxide semiconductor (DMOS)
device of claim 1, further comprising a shallow trench isola-
tion (STI) structure in the doped well.

4. The diffused metal oxide semiconductor (DMOS)
device of claim 1, wherein the doped well is of the first
conductivity type.

5. The diffused metal oxide semiconductor (DMOS)
device of claim 4, wherein:

the first conductivity type is formed as a deep N-well and
the second conductivity type as a P-well; and

the gate structure is formed partially over the deep N-well
and the P-well.
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6. The diffused metal oxide semiconductor (DMOS)
device of claim 5, wherein the deep N-well is formed as a ring
surrounding the P-well.

7. The diffused metal oxide semiconductor (DMOS)
device of claim 4, wherein:

the first conductivity type is formed as a continuous deep

N-well and the second conductivity type as a P-well; and
the gate structure is formed completely over the deep
N-well.

8. The diffused metal oxide semiconductor (DMOS)
device of claim 4, wherein:

the first conductivity type is formed as a shallow N-well

and the second conductivity type is a P-well;

the gate structure is formed partially over the shallow

N-well and the P-well; and

the shallow N-well is a ring structure.

9. The diffused metal oxide semiconductor (DMOS)
device of claim 4, wherein:

the first conductivity type is formed as a continuous shal-

low N-well and the second conductivity type as a P-well;
the gate structure is formed entirely over the shallow
N-well; and

the first fin structure comprising the source contact is

formed completely over the shallow N-well.
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